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TAIZHOU JIUDING NEW MATERIAL CO.,LTD
NO.37,HUAQIAN ROAD,PINGQIAO TOWN,TIANTAI COUNTY,ZHEJIANG

The following sample(s) was/were submitted and identified on behalf of the clients as : PVC WOVEN NETS

SGS Job No. :

Product Specification :
Date of Sample Received :
Testing Period :

Test Requested :

Test Method :
Test Results :

Signed for and on behalf of

NBIN1807007856PC - NB
BLACK

04 Jul 2018

04 Jul 2018 - 10 Jul 2018

Selected test(s) as requested by client.
Please refer to next page(s).

Please refer to next page(s).

SGS-CSTC Standards Technical Services Co., Ltd. Ningbo Branch

j/*‘s Ygimo

Iris Xiao
Approved Signatory

SIS % 5

Ningba Branch Chemmeartaboratory
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Test Report

Test Res

Test Part

ults :

Description :

Specimen No.

SNA1

No. NGBML1803409801 Date: 10 Jul 2018 Page 2 of 3

SGS Sample ID Description

NGB18-034098.001 BLACK SOFT SOLID SHEET

Remarks :

(1) 1 mg/kg = 0.0001%

(2) MDL = Method Detection Limit
(3) ND = Not Detected ( < MDL )
(4) "-" = Not Regulated

Phthalates

Test Method :

Test Item(s)
Dibutyl Phthalate (DBP)

Benzylbutyl Phthalate (BBP)

Bis(2-ethylhexyl)

Phthalate

Diisononyl Phthalate (DINP)

Di-n-octyl Phthalate (DNOP)

Diisodecyl Phthalate (DIDP)

Notes :

(DEHP)

With reference to EN14372: 2004, analysis was performed by GC-MS.

CAS NO. Unit MDL 001
84-74-2 % 0.003  ND
85-68-7 % 0.003  ND
117-81-7 % 0.003  ND
28553-12-0/68515 % 0.01 ND
-48-0
117-84-0 % 0.003  ND
26761-40-0/68515 % 0.01 ND
-49-1

(1) DBP,BBP,DEHP Reference information: Entry 51 of Regulation (EC) No 552/2009 amending Annex
XVII of REACH Regulation (EC) No 1907/2006 (previously restricted under Directive 2005/84/EC):
i) Shall not be used as substances or in mixtures, in concentrations greater than 0,1 % by weight of
the plasticised material, in toys and childcare articles.

i
‘Q Inspectlun & Testing Semces
Z 4

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed
overleaf, available on request or accessible at http://www.sgs.com/en/Terms-and-Conditions.aspx and, for electronic format documents,
subject to Terms and Conditions for Electronic Documents at htt IWWW.Sgs. comfsanerms an,Ei Conditions/Terms-e- Document aspx.
Attention is drawn to the limitation of liability, indemnification and juris ined therein. Any holder o ent is
advised that information contained hereon reflects the Company’s flndlngs at the ﬂme of its intervention only and within the Ilmits of
Client's instructions, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a
transaction from exerclslng all their rights and obligations under the transaction documents. This document cannot be reproduced
except in full, without prior written approval of the Company. Any unauthorized alteration, forgery or falsification of the content or
appearance of this document is unlawful and offenders may be prosecuted to the fullest extent the law. Unless otherwise stated the
results shown in this test report refer only to the sample(s) tested .

Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,
or email: CN.Doccheck@sgs.com

157 Westof Buding 4, Ligyun industy Pk, No.17 iy Road, Nigbo Nefone - Tech Zone,Nigbo, oefeng Chine 315040  t E&E (86-574)89070249 WWW.Sgsgroup.com.cn

BE L TERERERER TR TS RE LS HE-5E % 315040 tHL (86-574)89070271 tML (86-574)89070242 e sgs.china@sgs.com
I

Member of the SGS Group (SGS SA)



Test Report No. NGBML 1803409801 Date: 10 Jul 2018 Page 3 of 3

ii) Toys and childcare articles containing these phthalates in a concentration greater than 0.1 % by
weight of the plasticised material shall not be placed on the market.
Please refer to Regulation (EC) No 552/2009 to get more detail information

(2) DINP, DNOP, DIDP Reference information: Entry 52 of Regulation (EC) No 552/2009 amending

Annex XVII of REACH Regulation (EC) No 1907/2006 (previously restricted under Directive

2005/84/EC).

i) Shall not be used as substances or in mixtures, in concentrations greater than 0.1 % by weight of
the plasticised material, in toys and childcare articles which can be placed in the mouth by
children.

i) Such toys and childcare articles containing these phthalates in a concentration greater than 0.1 %

by weight of the plasticised material shall not be placed on the market.

Please refer to Regulation (EC) No 552/2009 to get more detail information

Sample photo:

NGBML 1803409801

NGB18-034098.001

SGS authenticate the photo on original report only

*** End of Report ***
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